


PRODUCT INFORMATION

9" Powder Free Vinyl Glove

2 Physical Properties

3 Visual Defect

4 Additional specification

1 Food
2 Industry

Sample size and allowable number of non conformancing gloves in samples for 
minor visual defect shall be refer to Sampling Plan ISO 2859-1 Single Normal 
inspection and AQL as stated in Section B.

Minor Visual Defect

Sample size and allowable number of non conformancing gloves in samples for 
major visual defect shall be refer to Sampling Plan ISO 2859-1 Single Normal 
inspection and AQL as stated in Section B.

Major Visual Defect

13
Force at Break (N) NA

Testing Before Aging
Elongation at Break (%) 300
Tensile Strength (MPa) 13

D. APPLICATION

NA

Sample size and allowable number of non conformancing gloves in samples for 
holes shall be refer to Sampling Plan ISO 2859-1 Single Normal inspection and 
AQL as stated in Section B.

Freedom from Holes

Powder Amount Maximum 2 mg/dm²
Sterility NA

After Aging
300

Properties Specification

Visual Defect Sampling Plan / Specification


